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WMERLAFRLE T HREFOCRBERM AR A A
Company Name YEJIA OPTICAL TECHNOLOGY (GUANGDONG) CORPORATION
shown on Report

#o 4t I ARE AR SET R B WA el 2 5 Toll b
Address NO. 2, LONGPU RD., LONGBEILING, TANGXIA TOWN, DONGGUAN CITY, G.D.
PROVINCE, CHINA

PAUF IR A i BoRE 45 JE E HR R BE IR A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FE i AR HERE

Sample Name silicon rubber case

B b2 2023.12.28

Sample Received Date Dec. 28, 2023

FE RS H #A 2023.12.28-2024.01.03 / (&%

Testing Period Dec. 28, 2023 to Jan. 3, 2024 ‘§‘\§,\\\'\V—RN

&

RIER HAEZ A BER, R FTHRASHE GG (Pb), 7 (Cd), K (Hg), 75k (Cr(vD)), #{FLE i
LB (PBBs), %= %Mk (PBDEs), 4% —HIBas (OBP, BBP, DEHP, DIBP), i\ %
(F), & €D, #WOBr), M) T, R

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDESs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (CI), Bromine (Br),
lodine (1) in the submitted sample(s).

Inspection & T

LT A 348 AT 5 SR HZ LTI
Test Method/Test Result(s) Please refer to the following page(s).

£/f B 17 . 2024.01.03

Date

FiRZH Technical Manager No. R338852105
J7ARAE RN 5 22 DB 224 TE M AR AL X A ARG R

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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£ Conclusion

T3 WAL/ B L gEE
Tested Sample According to standard/directive Result
PEECHE Bk SRoHSHE4-2011/65/EU K HABT 154 (EU) vy
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS

(EU) 2015/863

F*hkhhhkhkhkhkhkkhkhkhkhhkkhkhkikkhirhrhrrhhhhkhkhkhkhkkhhhkhhihiirrhrhrhhihikhkhkhkhhkhkkhrihihihrrrhihihihhhhkhhhhkhhkhhiiikiiiiiiiikiikikikkx

P 2 7RI &5 35 SRR RoHS $54-2011/65/BU 2 HAB 1T H54 (BU) 2015/863 F23R (I FR1E -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment
(EV) 2015/863.

,,,,, AfAOd=

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@

i-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com



CTI IE 18

mEHRS  A2230686931101004E

Al 3t 5

Test Report

I3 e m

Report No. A2230686931101004E Page 3 of 8
B YE Test Method
- e WA
MR H M7k ”,\,{éi%(rfﬁ
Test Item(s) Test Method Equipment(s)
o IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
i IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2: 2017411/ IEC 62321-5: 20133 |  UV-Vis/ICP-OES

Hexavalent Chromium (Cr(V1))

IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

ZIRR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R TR IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDES)
AR 2K — F R B IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
2 ZH#EN 14582:2016 IC
Fluorine (F) Refer to EN 14582:2016
£ ZHEN 14582:2016 IC
Chlorine (CI) Refer to EN 14582:2016
R ZHEN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
it ZHEN 14582:2016 IC
lodine (1) Refer to EN 14582:2016
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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M LER Test Result(s)

NI g2 Result Y

WAIE Tested Item(s) D%OM mﬁ%ﬁjm E&ﬁt
#% Lead (Pb) N.D. 2 mg/kg 1000 mg/kg
%% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg
78 Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg
NS Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg 1000 mg/kg
- Z2 Result Y

WRTE Tested Item(s) H%OM ﬁﬁ%%sa E?rﬁt
ZREEZE Polybrominated Biphenyls (PBBs)

—¥REEZE Monobromobiphenyl N.D. 5 mg/kg

JREKZE Dibromobiphenyl N.D. 5 mg/kg

= JRELZE Tribromobiphenyl N.D. 5 mg/kg

VURELZE Tetrabromobiphenyl N.D. 5 mg/kg

FLIEESE Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg
NIRECR  Hexabromobiphenyl N.D. 5 mg/kg

LIRELPE Heptabromobiphenyl N.D. 5 mg/kg

JUIRERZE Octabromobiphenyl N.D. 5 mg/kg

JURECZE Nonabromobiphenyl N.D. 5 mg/kg

+IREZK Decabromobiphenyl N.D. 5 mg/kg

- 2R Result Y

WRTE Tested Item(s) n%m AR E?r’r{ﬁt
Z IR KB Polybrominated Diphenyl Ethers (PBDES)

— R 7Kk Monobromodiphenyl ether N.D. 5 mg/kg

TR KW Dibromodiphenyl ether N.D. 5 mg/kg

=R —ZKlF Tribromodiphenyl ether N.D. 5 mg/kg

V0¥ — <M Tetrabromodiphenyl ether N.D. 5 mg/kg

TR M Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg
7NIR KT Hexabromodiphenyl ether N.D. 5 mg/kg

L Il Heptabromodiphenyl ether N.D. 5 mg/kg

J\IR 2K l# Octabromodiphenyl ether N.D. 5 mg/kg

JLIR —2KEk Nonabromodiphenyl ether N.D. 5 mg/kg

+R 2K Decabromodiphenyl ether N.D. 5 mg/kg

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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M LER Test Result(s)

- ZR Result J7 YRR H R FRE

b Tested Item(s H A

WHRA © 004 MDL Limit

41 —FEREs Phthalates (DBP, BBP, DEHP, DIBP)

SR HR —TH5 Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DBP)

CASH#:84-74-2

ROR —HR T RS Butyl benzyl N.D. 50 mg/kg 1000 mg/kg
phthalate (BBP)

CASH#:85-68-7

AR HR . (2-2.5) B N.D. 50 mg/kg 1000 mg/kg

Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

A2k —HR 5 TFe Diisobutyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DIBP)
CAS#:84-69-5

. 23 Result .
WRILE Tested Item(s) n%004 FHERH R MDL
. Fluorine (F) N.D. 10 mg/kg

% Chlorine (CI) 120 mg/kg 10 mg/kg
# Bromine (Br) N.D. 10 mg/kg
fft lodine (1) N.D. 10 mg/kg
RE & /3L 338 Sample/Part Description

FEE CTIFEAHID it o

No. CTI Sample ID Description

1 004 ALkRt/ B/ A ORI ERR R

Pink silicone with red brown/black/white pattern

B PR, R, RZEmCHBTE.
-N.D. = Riai CUNFIEA IR
-mg/kg = ppm= H i3z —
-1000 mg/kg = 0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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WMFFE Test Process
1. #(Pb), #(Cd), % (Cr)

Lead (Pb), Cadmium (Cd), Chromium (Cr)

He M e
Page 6 of 8

PREFE G T 7 5 N R 77 T R
Weigh sample and place it . . ) > R
T apvessel P ::> Add digestion reagent Digest the sample
F AR ATl S
E::] ﬁj;?%lﬁl. IE: — B s
Fl ICP-OES o Ty Astungl -
e EBRTK E " Alkali Fusion/ Residue iTiE
) {: Make up with Acid Dissolution (::
Analyzed by .. i i
ICP-OES detonized water Filtration
- s
1T
Solution
2. 7 (Hg)
Mercury (Hg)
Wer BRI TR BN 3 8 55 : R
c1gh sample anc place 1 — Add digestion reagent Digest the sample
in a vessel
FH R R A
VR AL <: bR
i ICP-OES B TR A Alkali Fusion/ Residue .
i <:| Make up with Acid Dissolution 1L ag
Analyzed by ioni Filtration
ICP-OES deionized water .
HHif
Solution
3. ek (Cr (VD))
Hexavalent Chromium (Cr (V1))
FEEMRTESRA g b
Weigh sample and place it [ — m ).\ i ﬁi?r B — R
in a vessel Add digestion reagent Digest the sample
A IS E pH E WA, s
. K Adjust the pH value T —
S — —
Add test solution of the solution Cool and filter
VB pH A AEBATKER A UV-Vis 43 #
. - | I . b
Adjust the pH value | y h{Iak.e up with — Analyzed by UV-Vis
of the solution deionized water
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@ct

cert.com
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4. ZEBKE (PBBs), 2R %Mk (PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDES)

BERFRTEET FIH BRI A SRS
Weigh le and pl — Extracted with
FIET Sampe ane prace Hracted W Concentrate the extract
it in a thimble organic solvent
H GC-MS 41#7 FA L& 7 E 7 FRENENERTERN
— Make up with Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask

5. 4R — FARHK (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

WEMFGTESS FA HLIE 7R YRR A EL
Weigh le and pl — Extracted with
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
i GOMS 44 R LRI S e
— Make up with Transfer the extract into a
p
Analyzed by GC-MS . ,
organic solvent volumetric flask
6. M@, #|CD, WEBr), BD

Fluorine (F), Chlorine (CI), Bromine (Br), lodine (1)

Hi LR b T L
Weigh and place sample in a

sample cup of bomb

RNEA

Fill the bomb with oxygen

7 USRI =P KRGS
Combust the sample in

oxygen bomb

I

I sk ot LI B Y
! - I /— . .
N Make up with Transfer the sample solution
Analyzed by IC . . .
Y Y ultra-purity water into a volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Photo(s) of the sample(s)
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75 B Statement::

1. KEIUAR 5 TCHEAE NS, < 3 R Ja 44 35 02
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. AR AT AR MAE . B SRS B I HEE R AL, HIEE RO RS 15T, CTIRESEH L
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN 25 RAUKE 32 L o 51575
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. BAERA WM, 5 S HILAC-G8:09/2019 / CNAS-GLO15:2022 i Fi i #1425 5% (w=0) — 7034 & M 34T 745 A5 M 1)
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RACTIFHFR, AR AR
Without written approval of CTI, this report can’t be reproduced except in full;
6. kIR SRR ST CABR A ZE R, IO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***j:& %:. éﬁ ;E‘***

*** End of report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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