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Applicant: Dongguan Deluxe Metal Industry Ltd

Address: no 280 Longquan Rd, Liaobu town, Dongguan city, Guangdong Province, China

The following merchandise was (were) submitted and identified by client as:

Sample Name: PP+TPR

Style No.: INSERT

Country of Origin: CHINA

Country of Destination: FRANCE

Sample Received Date: Jul. 24, 2023

Completed Date: Jul. 28, 2023

Test Requested and Conclusion(s):

No. Test Sample Standard and Requirement Conclusion(s)

1) Submitted sample

According to Client’s Requirement, refer to Entry 66 of Annex
XVII of REACH Regulation (EC) No 1907/2006 & amended (EC)
No. 2016/2235 concerning the Registration, Evaluation,
Authorization and Restriction of Chemicals (REACH)
- Bisphenol A (BPA)

PASS

Test Result(s): Please refer to next page(s).

Prepared by: Anne Checked by:Crystal Approved by: Miya
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Test Result(s):
1) According to Client’s Requirement, refer to Entry 66 of Annex XVII of REACH Regulation (EC) No
1907/2006 & amended (EC) No. 2016/2235 concerning the Registration, Evaluation, Authorization and
Restriction of Chemicals (REACH)
Bisphenol A (BPA)
Method: EPA 3550C:2007, analyzed by HPLC-MS-MS.

Material No. RL(mg/kg) Limit(mg/kg) Result (mg/kg) Conclusion

1 0.1 <200 N.D. PASS

Note: 1. mg/kg = milligrams per kilogram (ppm).
2. N.D. = Not Detected (<RL).
3. RL= Reporting Limit

Test Material List
Material No. Description Location

1 White transparent plastic Whole

Photo(s) of Sample:

***End of Report***


